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STANDARDISATION OF BLAST-FURNACES. Rept.
no. 219 of the [Blast Furnace Committec} of the
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Ordur from SLA $1.60 61-18545

Trans, of Stak) und Eisen (Germany) 1944, v. 64,
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Harten. Kurt Peter and Vosgerau, Hans Hero.
THE PRESENT POSITION AND DIRECTION OF THE 1. 1roh industry- -Germany
GERMAN IRON AND STEEL INDUSTRY. {Mar 47} 7. Steel industry- -Germany
20p. 1. Haren, K. P,
Order from SLLA mi§2. 40, ph$3.30 = 60-18212 1. Vosgerau, H. H.
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THE GAS BALANCE IN IRON AND STEEL. WORKS. . tron iklustry - -Germany

Communication no. 336 of the Wi rmestelle [Fuel Sec- 2. Steel industry - -Germany

tion} and ropt. no. 224 of the Hochofenausschuss 4. Title: Gas balance

[Blast Furnace Committee} of the Verein Deutscher . Rummel, K

Eiscnhltienleute. {Nnv 47] 10p. . Title: Verein. .

Order from SL.A mis1. B0, ph§l. 80 60-18213

Trans. of Stahl und Wisen (West Germany) 1947,
v. 66767 [no. 172} p. 19-23.
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Rulle, Georg.
THE PROIRICTION OF PIG IRON FROM LEAN
BURDENS, tr. hy il Bruck. Rept. no. 225 of the Blast
Furnace Committer of the Verein Ductrcher Eiken-
fitltrenleute. [Mar 48] 24p. 9 refs.
Order from SUA mi$2. 70, ph$4. 80 60-18215

Trans. of Stahl und Eisen (West Germany) 1947,
v. 66767 {na. 5/6] p 60-78.

R &4
/

L {Linannouneed)

1.
2.
3
4.
1.
i,

60-18215

Cast iron- -Production
Alant furnaces- -Opesztion
Iron industry- -Germany
Title: {.can burdens

Bulle. G.

Title: Verdin. ..

Office of Tochairel Sarvicrs

APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3



APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3

;416 R L R SR R E G O3 NI TR animacss e s - R

60-18216
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WIRE DRAWING, 3 Mar 48, 18p. (figs. formulae refs.
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THE POSSIBILITIES OF INFLUENCING THE OXIDA-
TION ZONE OF THE BLAST-FURNACE. Rept. no.
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FROEH E IN DIFFERENT COUNTRIES. {Dece 48] 13p. (1. Wolf, P
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Cuthnann, Kurt.
THE RATE OF DRIVING OF BLAST - FURNACES. 1. Blast furnaces--
[Dec 48] [5]p. 15 refs. Performance
Order from SLA mi$l. 80, ph$l. 80 60-18220 1. Guihinann, K.
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by W. Janiche, K. H, Saul,
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The Frinciples of the Crude-Iron Scale

L Procees for the Production of Iron Fowder,
} by Gerhard Bosser, Bermann Steffe, Werner
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| GERMAN, per, %ﬁm Year,
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q
Dept: of Commerce
Patent Offics
8¢l 12b
8ol ~ Engr /68 (50
Sep 6

APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3



APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3

Karaat, Brast )
THE PLANMNG OF LLARG
lir. by R seawcil]e [June 49
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ELLCTROLYTIC ISOLATION OF THE CARSIDES IN
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* {15 figs. omitted) 41 refs.
Order from S5LA mi$2.40, ph$3.30 60-18603

Trans. of Stahl yod Eisen (West Germany) 1949, v. 69
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62-18230
Naeser, G.

A NEW METHOD FOR THE DETERMINATION OF t. Naeser, G.

OXYGEN IN POVDERS OF SORT IRON, STEEL AND

SEVERAL OTHER METALS. [1962) 7p. (figs. tables

refs. omitted).
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-
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Bading, Wlalter).
NEW WORKS EXPERIENCE IN THE MANUFACTURE
OF LOW-NITROGEN STEELS BY ‘1T1E BESSEMUER
PROCESS [tr. by R. sowell]. [Oct 491 [4p-
Order from SLA mi$l. 80, ph$i. B0 €0-18223
Trans. of Stahl und Eisen {West Germany) 1949, v. 69
{no. 7) p. 2217223
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Guthmann, Kurt.

! CARBURETTING IN OPEN-HEARTH FURNACES BY
MEANS OF GAS. Rept. no. 422 of Stahilwerkausschuss

| [Stcelworks Committee] and communication no. 347

| {rom the Wirmestelle [Materials Connnitiee} of the

' Verein Deutscher Eisenhlttenleute. {July 49] 13p.

Order from SLA mi$2. 40, ph$3. 30 60-18224

Trans. of Stahl und Eis¢n (West Gernnany) 1949, v. 69
{no. 7] p.-223:227.
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The Present Methods of Producing Iron Powders,
by ti. Buchholtz.

GERMAN, per, Stahl Eisen, Vol 69, No 8, 1949,
pp 247-250.
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Joint Pouring of Besic Bessemer and Electrie
Furnnce Bteel, by E. Ritter.

Ges
Bﬁﬁé’ﬁﬁl, per, Stebl und Bisen, Vol LXIX, Ho 8,
1949, pp 268-28T i
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Lendl, Aldolf] E.
BEVELLING AND FOUNDING-OPF IN ROLL'PASS 1. Rolling mille--Deaign
DESIGN. [Oct 50] 6p. 2 refs. 1. Lendl, A. E.
Order from SLA miS1.80, ph$l.80 60-13604

;rnn;] of ﬁuhl und Eisen (Weot Germany) 1949, v. 69, /‘/9. /7??
nn p. 06H-

A method of calculation is developed for determining
the “critical” bevel or the bevel required in closed
passce to prevent the formation of flash. -

OMice of Tockaieat Jorvices
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CONSTRUCTION AND OPERATION OF THE XRUPP
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der Krupp-Remnanlage in Watensteds).
17 refds,
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On the Viscesity of Blust Furmace Slegs, by Th. Koots,
$. Behrendt.

[t} w. Stahl und Eisen, Vol LXIX, No 12, 19%9,

Brutcher Tr 2517
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Spenté, Elrwin] AlMred).

THE COGGING MILL IN THE SPECIAL-STEEL RO ] 1. Rolling mills- -Design

ING MiLi.. [Feb 50] 20p. 2 refs. 1. Spenll, E. A

Order fiom SLA mi§2. 40, phd3. 30 ¢0-18226

Trans. o'l":'i_(_g.hl und Eiscen (West Germany) 1949, v. 69
{ro. 13]'p. 434500

The importance of the correct dimensioning of the cog-
ging mill is shown.

foNSYD
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Oleen, W(illyl.
THE THERMODYNAMICS OF IRON ALLOYS,
[Jane 50) 19p. 13 refo.
Order from SLA mi$2.40, ph$3.30 60-18227 -

Trans. of Stah ;{481 (West Germany) 1949, v. 69
[ro. 14] p. 464-465 and 468-474. .

The posaibility of establishing by calcuistion the ©
equilibria of trom-rich alloys by the aid of simple
thermodynamic relaticnshipe 18 indicated. This cal-
culation- synthesis is bared upon the properties of
pure lron, ensbling & check to be made of its heat-
corxent curve. (Author) .

(Metaliurgy- - Ferrous Metals, TT, v. 3, 00, 2)
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Reichardt, Plaul].
THE INFLUENCE OF -THE THROAT DIAMETER ON
THE BEHAVIOUR OF FINES IN THE BLAST- FUR-
NACE {tr. by R. Sewell]. [Jan SO} 13p. 2 refs.
Opder from SLA im$2. 40, ph$3.39 60- 18228

Trans. of Siahl und Eisen (West Germany) 1949, v. 69
[no. 18] p. 503-508.

Information is presented on: the effect of widening the
throat on gas velocity: dust production and danger of
dust coliection in the stack; calculatuon of the quanuty,
votposition and velocity of the gas stream at different
heights in 1he stack; calculation of the pressure of the
#as stream on the burden; size of fines particles car-
ricd away or held in the gas stiresm’ and conditions for
dust 1o colloct in the stack.

(Mmlllumy--?er}mu Mertals, TT, v. 5,'no. 2)

60-18228

1. Blast furnaces--Design
1. Reichardet, P.
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Veh, Plaut) Ofuo)
THE RATED FUEL CONSUMITION OF SMALLL 1. Furnaces--Fuel consuniption
2, Tide: Forge furnaces

PORGE FURNACIES. [Dec 49] 12p. 3 refs.
Order from SLLA nuS2. 40. ph$3. 30 60-18229 I. Veh, P. O.

Trana. of Stahl ynd Eisen (West Gormany) 1044, v. 69

[po. 15) p. 514-519 /‘/2 /777
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Harders, F[ritz]
CONTRIBUTION O!
AND CARBON IN 2
R. Sewell. [Dec 49]11p. (2 figs. om . 3

$3.30 :

1. Carbon--Chemical effects
Brick--Processing
Graphile--O:emlcal effects

QOrder from SLA mi . 40, phi3.

: Title: Chamotte materials
. Harders, P.

Trans. of Stahl'und Eisen (West Germany) 1949, v. 69 | II. Grewe, H.

143/ ouy

[no. 15] p. 519-523.
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Steel Ingut Defects as Related to Fouring 7 ¢
and Pouring Rate, by F. Beitter. D8 Tezperatures

%ER%MAB, yer, Stahl und Eisen, Vol LXIX, 1949, pp 585-

Brutcher Tr 2500
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Gille, Glerbard) and Willems, Jlacab).
TEMPERATURE AND FLAMFE MEASUREMENT IN
THE. AFSSEMER PROCESS. [Aug S0] Bp. 13 refsx
Qrder {rom SLA mi$1.80, phd1.80 60- 166U5

Trans. of Stahl und Elscn (West Germmany) 1949, v, 69
[no. 22) p 750 . ’

A temperature measuring arrangement is described
which permits of the temperature variation of hasic
Bessemer charges to be detcrmiped. With cold hasic
Bessemer blows an srrest accurs at 1500°C. Initial
temperatures helow 12000C lead to heavy ejects. The
relation between the recognized value Py and the
charge temperature is made clear. Simultancous
neasireinent of the bath temperature and of the radi-
ation of the coaverter {lame provides s relationship
between the temperature of the charge at maximum

* radiation and its final temperature. I'he matathurgical
significance of the radiation maximum is discussed.

(Author) (S also 66 15600)
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i, Stecl--Processing

2. Thermal radiation--
Mcasurement

3. Pyrometers --Apyplications

4. Title: Bessemer process

I.Gtlle, G.

1. Wiltems, §.
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Willems . Jlacob} Gilie, Glerhard] and Hbtpes ,

] ~.nz].
OBSERVATIONS ON THE COURSF OF THE REAC-
TION TOWARDS THE END OF THE BESSEMER BLOW
WIIH THE AID OF TEMPERATURE AND FLAMFE
MEASUREMENTS. [Aayg Sul 6p. 11 rots,
Order from SLA i$l. 80, pi$! .80 60- LROUG
Trans. of Stah] und }-ucn (\hcu Germany) 1949, v, (-9
[oo. 22) pY 762764

Information 18 presenisd on (1) tie intl tence of the
saelting tepiperature on the slagging of the pwsphoras
aml «ron wWwards the cad of the blow, (2) the variation
1S PhosP.oras content with tempe ratsse 8t maxiu .
radiation, (J) the tate of cambastion of the phospaor .
At varioas temperatires. ‘The information was obtained
by previously desciibed tectunqaes (5taal uad Fisca 9
759-762, 1949; avarlatle 1 translation .rom SLA
an$l.B0, phiSl. KU as (- 1B(US).

(Metsllasgy --Ferross Metals, TT, v. 5. a0’ 2)
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60-18232
Fuler, Hans .

INTERNATIONAL COMPARISON OF PRODUCTION, 1. Steel- -Production

PEPSONNEL AND EPFFICIENCY IN THE IRON AND 2. Steel industry- -Germany

STEEL INDUSTRY. Rem. no. 228 of the Ausschuss 3. lron industry--Germany

fur Betrichswirtsehalt {[Commttee ior ndustrial Eeg- 1. Euler, H.

nornics] of the Verin Deutscher Eisenhlttenlcute., " If . Title: Verein...

[June 50] 18p. 35 refs. .

Order from SLA mi$2.40, 3.30 60-18232 Pt b p o
. ) Jade )

Trans. of ahl und B est Germany) 1949,

v. 69 [no. 23] p. 8

Information is presented on production of raw steel In
Germany, England, Belgium, France and the U.S.A.
West Buropean countries are compared amonget them-
selves and with the U.S.A.

OHhice of Tochnicel Sarvices

(Manliqrgy»-l’umn.M&nh. TT,v. S, no. 2)
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Aefining of High-Chromium Steel Hests in -
aece With Pure Oxygen, by R. Fischer. the Arc Fur

Full transletion.

q ,
m‘r}mliglfél?er, Steh) und Eilfn, Vol IXX, Ko 1, 1.950,
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Brutcher Tr 2947

Scientific -~ High Chromium, ®src furnsce, oxygen

APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3



APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3

A Proctse Do Deternining $bho Temevoturns ol
Liquid 3%ued During the Dssic Besaecimor Procces,
by G, Feser, W, Poppovhofl. URCH

GERbM, per, Stahl u Bigen, 5 Jan 1950,
pp 2224, oo

Britioh Iron ard §Steel Ind
{no oumbor given)
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Hhle, H.
PRACTICE AND DEVELOPMENT OF THE WIRE IN-
DUSTRY IN AMERICA SINCE 1939. 28 June 50, 18p.
(figs. tables omirtted).
Order from SLA $1.60 62-18356

Trans. of Stahl] und Eisen (West Germany) 1950, v. 70,
no. 2, p. 41-51.

DESCRIPTORS: *Wire, *Industry, Industrial production,
*Manufacturing methods.

{Machinery--Manufacturing, TT, v. 9, no. 4)

62-18356

1. Héhle, H.
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'elletizing of Dogger Ure Conccnirate
and Fine Siderite, by G, Sengtfelder,
cﬁkbmﬂ. pex, Stahl Eisen, Vol 70,
fug 30, 1950, pp 765-767.
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Pefformance Data on Electric Arc Furnaces With Shell
Diameters of Over 12 Feet, by F. Badeuheuer.
e RTH N
AN, per, Stahl und Bisen, Vol LXX, N
N 010
1950, pp 403-h409, ! ’

Brutcher Trans Fo 2940

Scientific - Metallurgy, furnaces, heat treating,
electrée
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Taekting Rolis and Thelr Besrings, Dy hasus Lo
Lexﬁmg 19 po

SERMAN, per, Stuyl und Eisen, 1950, Vol XL,
Wo 11, pp ¥52-859.

" 8LA 5920565

APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3



APPROVED FOR RELEASE: Thursday, July 11, 2002 CIA-RDP84-00581R000401230032-3

investigutions Into the Svherotdizi i
o phey ng of Plain
warbem and Low Aldoy Steelo, by 8, Ammreller

Fell translotion,

ViLRMAN, rer, Stahl und Eisen Vol {
1950, Dp b50-4ETimrmrmmmmns SO T LXKy Fo 11,

Brutcher Tr Ho 3053
Jul 53 CT8/pEX
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Recent Davelopmsnts in Non~Dastiructive Testing
of Materials by Electric ani Magnstic Msthods, by
W. Jallingbeus, 22 D

GEEMAN, per,

4
Stahl und Bisen, Vol ¥ LXX,
¥o 13, 1950, pp 552-561.

8LA 60-18608
A 03,538
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ll;l"omau in the Non-Destructive Testing of
terials by Supersonica, by 0. Rudiger, 11 pp.

GERMAN, per, Stabl und Eisen, Vol IXX, No 13,

1950, pp 561565,  —
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62-18155
Bungardt, Karl.

DEVELOPMENT apn PRESENT STATUS OF . Bungardr, K.
CORROSION~RESiF a~T STAINLESS ROLLED STEE - Verein. ..Berichte-712
(Entwicklung und Stan.! der Nichtrostenden Walz- und
Schmiedesrtahle). [1962) [39p. (foreign text included)
75 refs.

Order from SLA $3.60 62-18155

Trans. of Stah] und Efsen (West Germany) 1950, v. 70,
no. 14, p. 582-596 (Verein Deutscher Eisenhixtenleute
{West Germany). Berichte-712).

DESCRIPTORS: *Stainless steel, Rolling mills,
*Corrosion inhibition, Iron alloys, Chromium alloys,
Steel, Corrosion-resistant alloys, Corroston,
Corrosion research.

Office of Techaical Services

(Metauurgy--Curroslon, TT, v. 9, no.
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Cogting of Steinless Stcels Tor Intergrenulor
vorrosion, LY JMXI H. J. Rocha

iy, por, Stohl. und Fisen, Vol IXX, No 14,
10EQ, oR 608-«:09 R
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Mathods and Apparatus for Measuring the Profile
of Drawing Dies, by Wermer Lusg, 21 PP,

GERMN, Ver, ur Vol IXX, Ho 15,
195°’ipp 633 .
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- Commerciel Aunealing end Quenching Plus Tempering
of Cold~Drewm Steel Bars Yith Speciel Consideration
of Scaling, Pecarbutization, Heating Rate, snd
Temper Brittleness. Part I- Annealing Before and
After Cold Drawing, by V. Hu&s‘bruch.

G-eRmin
m, per, Stahl und gisen, vol LXX, Do 15, 1950,

GermanS Brutcher Trang BHo 2570
-GN

Bcientific - Metallurgy, heat treating, steel
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Commercial Annealing and Quenching Plus

Temper ing of Cold<Drawn Steel Bars, With

Special Consideration of Scaling, Decarburigation,
Heating Rate, and Temper Brittlemess, Pt I,
Tu-tEibAsnnk

4

GERMAN, per, Stahl und Eisen, Vol LXX,

7?555/ Brutcher Tr £2965

$9.60
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Wveluotion o Blast Murnace LLErLolaons

Results, oy H. Kegsi.

GERMAN, par, Stshl und Figen, Vo) TXX.

Fo 17, 1550, 35~THO.
Broxen Hill frop Co Ltd
(CRL/T 103}
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63-16825

Sengdelder, Georpe.
PLLLETLING OF DOGGER ORE CONCENTRATE 1. Sengfelder, G,
AND SPATIIC ORE FINES, {1963] 9p. (rigs. omitted). ! O, Tuic: Gre...
CGrder from SILA $1. 10 63-16825 i II. Vereh: ... Berlchte-54

RIS s

Trans. of Sranl und Ljsen (West Gerranny) 1950,
v. 70, no. I8, P 7055767 (Verels Dewsehor
Eiseahtitienleute (West Germany). [Berichte]-5.9,

DESCRIFIORA:  *pelleis, *Cres (Meral sources),
“Grain structures (Mezallurgy), Rotary furnaces,
Oxides, Oxygen, Redustion.

The formativa of wer pellets from fne gralnod dogper
ore concentrate and from spathic fines wan carried out,
after additdon of the required molsture, In an open-
anded rotating drum with the use of a smzll inner
heating. It was further recognizcd thar for the prepa-
ration of vorkable prepared pellets with good physical
(Metallurgy, TT, v, 10, no. 6) (over) Office of Teckmical Service:
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Open-Hearth Roof Lives in the Period of 1937-1949; by
W. Bgumgardt.
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